




13	  
	  

 

Figure 2.2  

This figure displays a TEM image of thiol exchanged nanoparticle batch T1. 

 

2.5 Effects of the total amount of ligand in solution during the exchange 

Upon changing the total amount of ligand in solution during the exchange a phenomenon 

occurred where the batches of nanoparticles varied in average size and distribution of size. This 

is displayed below in figure 2.3. 
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Figure 2.3 

This graph displays the average diameter of nanoparticle of batches T1-T10 and pmba. 

 

The average diameter of the nanoparticle batches ranged from 1.577nm to 3.098nm. Through 

testing the MIC it was found that the nanoparticles in the size range from 1.577nm to 3.098nm 

did not affect the MIC to a very large degree. The MIC did not even increase by a factor of ten. 

Indicating that as long as the average diameter stays below the value of ~3 nanometers the mode 

of action is not irrupted. It should be noted that nanoparticles that were insoluble in H2O were 

not tested for MIC due to their insolubility in the necessary solvent. The following table displays 

the MIC values of batch T1-T10. 
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TEST  Feed Ratio 

(cysteamine: 

MPS)  

MIC log99.9 Feed Ratios 

Ratio 

(cysteamine: 

MPS)  

Total 

multiple 

amount of  

thiols in 

solution  

T2  33:33  2  1:1  66 

T3  45:45  2  1:1  90 

T4  33:45 2  1:1.36  78 

T5  22.95:16.95 2  1.36:1  39.9 

T6        91.8:67.8 Insoluble  1.36:1  159.6 

T7  15.3:11.27 5  1.36:1  26.57 

T8  11.48:8.45 Insoluble  1.36:1  19.93 

T9  41.31:30.42 5  1.36:1  71.73 

T10  37.18:41.31  5  1:1.1  78.5 

Control 

(T1) 

45:33  1  1.36:1  78 

 

Table 2.1 

A table displaying the ratios of cysteamine to MPS, total amount of ligand in solution during the 

exchange process and MIC for T1-T10. The MIC is the minimum inhibition concentration, the 

concentration in which the gold nanoparticle prevents log 99.9 growth of the E.Coli. The total 

amount of ligand in solution during the exchange process is defined as the amount of MPS in 
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addition to the amount of cysteamine in multiples compared to the original concentration of gold 

nanoparticles.  

 
 

Figure 2.4 

This figure details the distribution of size of T1-T10 and pmba gold nanoparticles. 
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Figure 2.5 

This figure displays the distribution of size for a sampling of a hundred T6 and pmba 

nanoparticles.  

 

Based upon figure 2.5 and 2.6, polydispersity is apparent in all batches of test nanoparticles 

while pmba only nanoparticles have a much narrower size range. The polydispersity of the 

bacteriostatic nanoparticles may contribute to a mode of action.  

 

2.6 The Optimal Feed Ratio 

To discover an optimal feed ratio the ratio of cysteamine to MPS was altered. After the first 

batch of data was recorded from the first set of parameters another six batches of nanoparticles 

were synthesized with a narrower range of ratio of cysteamine to MPS. The graph below shows 

the percent efficacy found for select batches of nanoparticles, where 100% efficacy is defined as 

a MIC of 1 micro molar. Certain nanoparticle batches were not included in the graph due to 

having 0% efficacy. Nanoparticles that are not displayed in the graph had the following feed 

ratios of cysteamine to SMPS; 3:1, 4:1, .33:1 .25:1. 
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Figure 2.6 

A graph that displays the relationship of the feed ratio of cysteamine to MPS in relationship to 

efficacy against E. Coli.     

2.7 Applications 

Antimicrobials can be purposed in various ways, such as for therapeutics and being utilized 

in coatings. Antimicrobial coatings are used in many sectors of industry, such as in medical 

implants2, surgical equipment3, and surfaces4. Gold bacteriostatic nanoparticles could be 

classified as a new class of antimicrobials and could be used for any of the applications 

traditional antimicrobials are currently utilized for. This could be a breakthrough in the field of 

therapeutics as the nanoparticles have been shown by previous research conducted by Breese that 

details the lack of ability for bacteria to develop resistance to gold nanoparticle therapeutics.1 

Establishing that there is indeed an optimal ratio of cysteamine to SMPS for creating the most 

potent gold bacteriostatic nanoparticle is a step towards bringing these materials to the consumer 

market.  

2.8 Summary 

Through the analysis of results the optimal ratio of cysteamine to SMPS was found to be 

1.36:1. This produces batches of nanoparticles with an MIC of 1 micro molar. It was also 
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discovered that the altering the feed ratio to even 2:1 cysteamine to SMPS produces 

nanoparticles with little efficacy. Therefore the following hypothesis was formed; the feed ratio 

of cysteamine to SMPS was producing nanoparticles with different surface coverage. This 

hypothesis originated from the research conducted in this chapter that provides data to support 

the conclusion that changing the total amount of ligand in solution changes size but does not 

change the MIC with much degree as long as the feed ratio of cysteamine to SMPS is held 

constant. While it was found the MIC is dependent on the feed ratio of cysteamine to SMPS. 

This hypothesis will be explored in chapter three. 

2.9 References and Notes 

1. Bresee, J., Maier, K. E., Melander, C., & Feldheim, D. L. (2010). Identification of 

antibiotics using small molecule variable ligand display on gold nanoparticles. Chem. 
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2. De Leon, Jose, Thomas H. Ferguson, and Daniel S. Skinner Jr. "Method of making 

antimicrobial coated implants." U.S. Patent No. 4,952,419. 28 Aug. 1990. 

3. Darouiche, R. O. "Antimicrobial coating of devices for prevention of infection: principles 

and protection." The International journal of artificial organs 30.9 (2007): 820-827. 

4. Wilson, Michael. "Light-activated antimicrobial coating for the continuous disinfection 

of surfaces." Infection control and hospital epidemiology 24.10 (2003): 782-784. 
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Chapter 3 

Self-assembled Monolayer Composition 

 

3.1 Introduction 

An intriguing question arises from working with these gold bacteriostatic nanoparticles; what 

is the composition of the self-assembled monolayer? If these gold bacteriostatic nanoparticles do 

indeed have a similar mode of action to antibodies then one could make the connection that the 

surface patterning of the gold nanoparticles must be important. While there are experiments that 

attempt to explore the actual patterning of the surface, seeing if the ligands form islands or even 

stripes, the first question to work on is determining whether the feed ratio effects how much of 

each ligand attaches to the gold nanoparticle.1 There are a few qualitative methods for 

determining what ligands are attached to the nanoparticles, but each of these methods has its 

draw-backs. For example IR has been used to determine if certain ligands were present on the 

nanoparticles, but the signal produced can be ambiguous and weak, as well as it is possible for 

the signals to overlap. NMR has also been used to characterize gold nanoparticles; this process is 

extremely time intensive and the signal to noise ratio is poor. MALDI has also been employed, 

but only works in certain cases, such as quantization of proteins on gold nanoparticles.2 

Therefore it was key to develop a new method for characterizing the self-assembled monolayer 

that forms around the gold nanoparticles. High performance liquid chromatography was selected 

as the platform to develop the new method on based upon its reproducibility, selectivity, and 

sensitivity.  

3.2 Strategy 

The strategy for characterizing the self-assembled monolayer is displayed in figure 3.1. It 

was deemed necessary to “etch” the gold nanoparticles, as whole gold nanoparticles would not 

be able to bind to a dye molecule nor was it theorized that whole gold nanoparticles would run at 

different retention times in a HPLC method even if their self-assembled monolayer was different. 

Many different techniques were attempted to etch away the gold core and leave the thiols that 

had once created the self-assembled monolayers in solution. Cyanine and Iodine were two 

catalysts added to solution to attempt to etch. Both resulting solutions were examined with NMR 
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and found to decompose the ligands, producing a mess of signals and by-products. These results 

pushed the strategy in another direction. It was hypothesized that it could be possible to push the 

reaction of the formation of self-assembled monolayer gold nanoparticles backwards by adding 

in a large excess of a thiol. This produced a large amount of by-products, predicted to be 

polymers of gold and thiol. This was not viable for the method. Therefore the next attempt 

proceeded with a small excess of the original thiol that made up the base nanoparticles, pmba. 

With 100x pmba in solution it was hypothesized that another exchange reaction would occur and 

the ligands of interest would exchange with the pmba. The extent to which the ligands of interest 

would exchange with the pmba is unknown and a factor contributing to error. After this etching 

process the next step was to add TCEP to break apart disulfides that had formed during the 

etching process. Next the solution was run through a cellulose filter to rid the solution of the gold 

nanoparticles. Then the solution was prepped with buffer, NaCl and EDTA before addition of  

the malamide dye. The malamide dye was then added in a 10x concentration to the original 

concentration of nanoparticles. This solution was then analyzed by HPLC under specific 

conditions and compared to standards to determine the concentration of thiols in solution.

 

Figure 3.1 The strategy for determining the composition of the self-assembled monolayer using 

HPLC. 
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3.3 HPLC Method 

A new HPLC method was designed for analysis of thiols. This method was employed in the 

overall strategy for determining the composition of the self-assembled monolayer of thiols. In the 

beginning stages of design for this method the thiols of interest, cysteamine and SMPS were run 

under various isocratic HPLC solvent systems with water and acetonitrile to attempt to identify if 

any signal could be obtained. Various concentrations were used to insure the compounds would 

be within detection limits. Both cysteamine and SMPS did not produce signal at the wavelengths 

254, 280 or 495. Because of this it was necessary to attach a dye to the thiols. Fluorescein-5-

malemide was selected as the dye molecule; maleimides are the standard in reagents for thiol-

selective modification. In this reaction, a thioether is produced as the thiol is added across the 

double bond contained in the maleimide.  Fluorescein-5-malemide is a selective dye, though it 

can produce hydrolysis byproducts at pH greater than 8. Fluorescein-5-malemide emits a signal 

at 495. The first step in creating the method is accurate and precise identification of the peaks. In 

this process multiple gradients and isocratic solvent systems were tested; the one chosen was a 

gradient solvent system that uses water and acetonitrile with a 0.1% TFA additive to protonate 

the molecule to prevent damage to the HPLC column. The column chosen was an Agilent eclipse 

plus C18, 3.5 micrometer packing, 4.6 x 100 mm dimensions. Under these conditions, 5 

microliters of the sample was injected and observed under the wavelength 495. The following 

figures show the peak from cysteamine attached to the dye and SMPS attached to the dye. SMPS 

bonded to the dye eludes at 5.4 minutes under the chosen gradient. Cysteamine bonded to the dye 

molecule elutes at 5.9 minutes.  
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Figure 3.2  

 The chromatogram of a solution of cysteamine bonded to the dye molecule. 

 

 
 

Figure 3.3  

The chromatogram of SMPS bonded to the dye molecule. 
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 Once the solvent conditions were set and the peak retention times known, standards were run 

in seven different concentrations to create calibration curves for each of the thiols of interest. The 

calibration curves are attached in the following figures.  

 

 

Figure 3.4 

The calibration curve for Cysteamine bonded to the dye molecule. 

 

 

 

 

 

 

 

Calibration	  Curve	  of	  Cysteamine	  Bonded	  to	  the	  Dye	  Molecule	  
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Figure 3.5 

This figure displays the calibration curve of SMPS attached to the dye molecule. 

 

With the information derived from the calibration curves the HPLC method can be used to 

determine unknown concentrations from the solutions of etched gold nanoparticles. 

3.4 Experimental 

Once a HPLC method had been established samples with unknown concentrations of thiols 

etched from gold nanoparticles could be examined. The first step was to “etch” the gold 

nanoparticles. For this step 100 times the molar concentration of nanoparticles of 0.1M pMBA 

was added to the gold nanoparticles suspended in H2O in a conical. The solution was placed in a 

19*C shaker for 24 hours. After 24 hours the solution was removed from the shaker and the 

solution was adjusted to 0.05M TCEP, which was allowed to react for 4 hours. This solution was 

then run through a 0.22 micro amicron filter to removed the solid nanoparticles from solution.  

After filtration the following were added to 250mL of solution, 50 milli molar EDTA, 5 milli 

molar NaCl and sodium phosphate buffer. The solution was then adjusted to a pH of 7-7.5. After 

being adjusted to the correct pH the solution was placed in the 19*C shaker for 24 hours. This 

Calibration	  Curve	  of	  SMPS	  Bonded	  to	  the	  Dye	  Molecule	  
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results in a solution of dye molecules bonded to the thiols that have been etched from the gold 

nanoparticle self-assembled monolayer. Five microliters of the resulting solution is run through 

the HPLC at a gradient with a reverse-phase system with the detector set up at 495nm. The 

gradient begins at 20% ACN 80% H2O, both solvents containing a 0.1% TFA additive 

throughout the method, then shifts to 22% ACN 78% H2O over 5 minutes, and finally rests at 

25% ACN 75% H2O after 6 minutes.  The resulting chromatographs are then analyzed for peak 

area of the known peaks for the thiols bonded to the dye molecule.  

3.5 Data 
 

Feed Ratio: 
Amount of 
cysteamine: 
Amount of 
SMPS  

Concentration 
of Cysteamine 
on N.P 
(molar) 

Concentration 
of SMPS on 
N.P (molar)  

Ratio of 
Cysteamine: 
SMPS  

10:10  .00018 ± 
.00001  

.00065 ± 

.00001  
1 : 3.7  

10:20  .00021 ± 
.00001  

.00075 ± 

.00001  
1 : 3.6  

10:30  .00014 ± 
.00001  

.00066 ± 

.00001  
1  : 4.8  

10:40  .000070 ± 
.00001  

.00054 ± 

.00001  
1  :  7.7  

 

Table 3.1 

Data acquired from the HPLC and etching method of gold bacteriostatic nanoparticles. 

Figure 3.6 details the data acquired from the HPLC and etching method of gold bacteriostatic 
nanoparticles. These batches of nanoparticles varied in the feed ratio of cysteamine to SMPS.  

 
3.6 Explanation of Results 
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The trend revealed from the HPLC areas of the peaks of interest provides evidence that 

SMPS binds preferentially to gold nanoparticle and that by increasing the ratio of a thiol in 

solution the resulting nanoparticle has a larger amount of that thiol in comparison a nanoparticle 

exchanged with a smaller ratio of that thiol in solution. This could be due to differences in 

sterics, binding affinity or size. Also the data supports the inference that SMPS binds 

preferentially even when there is a large excess of another ligand, (4:1).  

3.7 Applications 

This method could be developed into a quantitative method to determine the composition of 

the thiol self-assembled monolayer on any capped nanoparticle.  This could be a novel, sensitive 

way to characterize self assembled monolayers, replacing such costly or only qualitative methods 

such as IR or NMR. The applications of capped nanoparticles extend across many fields; 

therefore the impact of a new method of characterization is broad. In the Feldheim lab alone 

there are gold nanoparticles with a variety of ligands that could now be characterized in the 

future. These gold nanoparticles are bacteriostatic against bacteria such as E. Coli and Klebsiella. 

There are also nanoparticles in the Feldheim lab that have been synthesized with various drug 

molecules of interest, to target infections such as HIV.3 With this research there is a promising 

development towards a method.   

3.8 Summary 

This chapter explores a new method for determining the composition of the self-assembled 

monolayer that forms around bacteriostatic gold nanoparticles. This method could be utilized in 

all the fields that currently investigate nanoparticles as a characterization technique. It could be 

possible to characterize any gold nanoparticle that has a self-assembled monolayer with the 

methods detailed in this chapter. This is a new, exciting, timely, cost-effective way of learning 

more about the characteristics of the self-assembled monolayer. Through better understanding of 

the self-assembled monolayer there is hope of breaking the secret of the mode of action for the 

Feldheim lab gold bacteriostatic nanoparticles and creating a new class of antimicrobials.  

 

3.9 References and Notes 
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